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Abstract 
In this study, corrosion inhibiting properties of amino pentadecylphenols (APPs) derived from 
Cashew Nut Shell Liquid (CNSL) on mild steel in aerated 0.10 M HCl at 303 K were studied using 
Electrochemical Impedance Spectroscopy (EIS) and potentiodynamic polarization measurements. 
Both methods indicated the potential of a mixture of amino pentadecyphenols to serve as a corro-
sion inhibitor in mild steel in 0.10 M HCl. Corrosion inhibition efficiencies were observed to in-
crease with increase in the inhibitor concentration, with maximum corrosion inhibition of about 
98% at inhibitor concentration of 600 ppm. The adsorption of the inhibitor on mild steel surface 
was found to obey Temkin adsorption isotherm, signifying physical adsorption of the inhibitor 
molecules on mild steel surface. 
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1. Introduction 
Mild steel substances are the most widely used group of materials in construction and industrial applications. 
However, the usefulness of these materials is challenged by corrosion, an electrochemical reaction that results into 
gradual destruction of metallic substrates through anodic dissolution [1]. Due to the economic damage and mild 
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steel corrosion can cause, it persists as a serious subject of research especially with a view to minimize its effects. 
In general, metal corrosion mitigation techniques include proper design, the use of corrosion resistant alloys, 

metal surface modification (e.g., coating, galvanizing and electroplating), electrical control (e.g., anodic protec-
tion), electrochemical technique (e.g., cathodic protection) and modification of the environment directly in contact 
with the metallic structure (e.g., pH adjustment, removal of corrosive species and the use of corrosion inhibitors). 

The use of corrosion inhibitors to modify the environment in which a metallic substrate is used, especially in 
piping and storage systems, is considered to be the most versatile, practical and economical [2]. A corrosion in-
hibitor is a chemical substance that is added in small concentration to the corrosive media. Although the concen-
tration of the inhibitor should be small which does not alter physical characteristics of the media, it should be 
sufficient to reduce significantly the rate of metal corrosion [3]. 

As reported elsewhere [4], acidic solutions are used in pickling, cleaning, descaling and etching of mild steel. 
In these solutions, the dissolution rate of mild steel is quite high and application of corrosion inhibitors to reduce 
corrosion rate is of paramount significance. The majority of organic corrosion inhibitors are those containing 
heteroatoms such as oxygen, sulfur or nitrogen. Among these are amines containing organic compounds, which 
are reported to be effective corrosion inhibitors in aqueous acidic environments [5]. 

In an effort to synthesize poly(APP-co-EGDMA) [6], we recently reported modification of Cashw Nut Shell 
Liquid (CNSL) to form a mixture of amino pentadecylphenols (APPs), i.e. 5-pentadecyl-2,4-diaminophenol and 
3-pentadecyl-2,4,6-triaminophenol. The surfactant chemical structures of these APPs stimulated our interest to 
investigate their corrosion inhibiting properties on mild steel in aqueous acidic media, including investigation of 
the inhibitor adsorption isotherms which are herein reported. 

2. Materials and Methods 
2.1. Corrosion Inhibitor 
The corrosion inhibitor used in this study is a mixture of APPs, i.e. 5-pentadecyl-2,4-diaminophenol and 
3-pentadecyl-2,4,6-triaminophenol synthesized as reported somewhere else [6]. 

2.2. Corrosion Studies 
Two electrochemical techniques were used for the mild steel corrosion measurements, i.e., Electrochemical Im-
pedance Spectroscopy (EIS) and potentiodynamic polarization. The measurements were conducted in an elec-
trochemical cell containing 0.10 M HCl electrolyte, mild steel working electrode, Ag/AgCl reference electrode 
and stainless steel counter electrode. The working electrode used in this study was made from mild steel ac-
quired from Dar es Salaam Water and Sewage Company (DAWASCO), Dar es Salaam, Tanzania. 

2.3. Working Electrode 
All measurements were performed using mild steel disk electrode made from parent metal of the composition 
presented in Table 1. The disk specimens were polished using silicon carbide papers of increasing grits, i.e. 800, 
2400 and finally 4000 grit, followed by polishing with diamond paste (9 μm to 1.0 μm) to achieve mirror surface 
finish. After rinsing with distilled water, the specimens were degreased by sonication in ethanol (about 15 mi-
nutes) and subsequently followed in acetone (about 3 minutes). The mild steel electrodes were embedded in 
epoxy resin, to expose a surface area of 0.85 cm2 to 0.10 M HCl electrolyte. The tests were carried out in a 100 
mL three electrodes thermostatically controlled cell made of Pyrex glass. The clean working electrode was im-
mediately introduced into the electrolyte. 

2.3. Electrochemical Measurements 
The potentiodynamic measurements were performed using a computer controlled PGSTAT20 potentiostat from  
 
Table 1. The chemical composition of mild steel electrod in weight percentage.                                          

Element C Si Mn Al Cr Ni V Fe 

Wt (%) 0.172 0.020 0.443 <0.0005 0.210 0.071 <0.0005 <98.31 



J. Y. N. Philip et al. 
 

 
398 

ECO CHEMIE, Netherlands. Polarization measurements were recorded on the specimens by sweeping the po-
tential from the open circuit potential to both cathodic and anodic directions. Cathodic sweep was done first, and 
then the system was allowed to return to its original open circuit potential before recording the anodic sweep. 
The sweeping rate was 1 mV/s over a range of 100 mV vs. Ag/AgCl from the open circuit potential. 

A computer aided Autolab PGSTAT20 Frequency Response Analyser (FRA) was used in the electrochemi-
cal impedance measurement in the frequency range of 10 kHz to 10 mHz at a sweeping rate of 10 points per 
decade, logarithmic division. The resulting data were analyzed by fitting them to Equivalent Circuits (EC). The 
EC parameters for the charge transfer resistance, Rct, and electrochemical double layer capacitance, Cd1, were 
obtained using a complex non-linear least square fitting programme, EQUIVCRT, developed by Boukamp. The 
potential of zero charge was determined from the Cd1 values obtained at various open circuit potentials. The de-
termined potential of zero charge was compared with the stable value of open circuit potential so as to determine 
the charge on the metal surface. The Rct values were used to calculate the corrosion current density using Stern 
Geary relation. 

3. Results and Discussion 
3.1. Polarization Measurements 
Some of the polarization curves for mild steel electrode in aerated 0.10 M HCl in absence and presence dif-
ferent concentrations of the inhibitor at 303 K are presented in Figure 1. As seen in Figure 1, both anodic 
and cathodic current densities decrease with increasing concentration of the inhibitor. This indicates adsorp-
tion of the inhibitor molecules on the mild steel surface, a result which is in agreement with findings re-
ported elsewhere [7]. Since APPs inhibitor affects both the anodic and cathodic polarisation curves, it may 
be said to exhibit a mixed type of inhibitor. However, the anodic shift of the open circuit potential with in-
creasing inhibitor concentration shows that the inhibitor has a predominant anodic effect [8]. In addition, the 
polarization curves taken at the inhibitor concentration of 600 ppm and 800 ppm were almost superimposed, 
indicating an optimum inhibitor concentration of 600 ppm. 

Electrochemical parameters presented in Table 2 were obtained from these curves by Tafel lines extrapo-
lation [9] as function of the inhibitor concentrations. These parameters are: corrosion potential, Ecorr, corro-
sion current density, icorr, anodic and cathodic Tafel slopes ba and bc respectively, corrosion rate, Vcorr, and 
inhibitor efficiencies, θ. 

 

 

Figure 1. Polarization curves for mild steel working electrodes recorded after 3 hrs of 
exposure in 0.10 M HCl at 303 K in the absence and presence of different concen- 
trations of APPs inhibitor.                                                   
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Table 2. Electrochemical parameters obtained from polarization measurements, calculated corrosion rates and inhibitor 
efficiencies for mild steel electrodes exposed for 3 hrs at 303 K in 0.10 M HCl solutions in the absence and presence of 
different concentrations of APPs.                                                                                  

inhC  
(ppm) 

ab  
(mV/decade) 

cb  
(mV decade) 

corrE  
(mV vs Ag/AgCl) 

corri  
(µA⋅cm−2) 

corrV  
(mm⋅y−1) 

θ  
(%) 

Blank 38 −35 −488 89.44 1.037 - 

25 35 −17 −486 71.53 0.829 20.02 

50 28 −17 −485 54.00 0.625 39.62 

100 16 −13 −484 35.12 0.407 60.73 

200 14 −13 −479 19.62 0.227 78.06 

400 16 −17 −463 6.85 0.079 92.34 

600 20 −14 −453 2.61 0.030 97.08 

800 14 −12 −452 2.57 0.029 97.12 

 
The values for Ecorr and icorr were obtained via the intersection of the anodic and cathodic Tafel lines. The 

anodic and cathodic Tafel slopes are given by ( )2.303ab RT nFβ=  and ( )2.303c Rb T nFβ= − , respec-
tively, where R is the gas constant, T is absolute temperature, F is Faraday’s constant, n is number of partic-
ipating electrons and β is symmetry coefficient for the anodic or cathodic reaction associated with charge 
transfer resistance. Corrosion rates were calculated by assuming a uniform corrosion using Equation (1) as: 

315 corr
corr

Wi
V

nFρ
=                                        (1) 

where W is atomic mass of the metal (g⋅mol−1), in this case iron; icorr is corrosion current ( 2μA cm−⋅ ); and 
ρ  is density of the metal (g⋅cm−3) [10]. The corrosion inhibition efficiency, θ (%) was calculated using 
Equation (2) as: 

,

,
100 1 corr i

corr u

V
V

φ
 

= −  
 

                                     (2) 

where , corr iV  and , corr uV  are the corrosion rates with and without inhibitor, respectively. 
From Table 2, it can be observed that the ab  and cb  did not vary significantly with the increase in in-

hibitor concentration. This can be suspected that the inhibitor possibly acted by blocking the available 
anodic and cathodic sites on the mild steel surface. In other words, the inhibitor decreased the surface area 
for corrosion process and inactivated parts of the mild steel surface with respect to corrosive medium. It was 
further observed that the corrE  shifted anodically with increasing concentration of APPs inhibitor. As men-
tioned elsewhere [8], such observation indicates that the addition of the inhibitor principally affect the 
anodic process, hence APPs inhibitor acts predominantly as anodic type. The corrosion current densities 
(Table 2) changed from 89.44 µA⋅cm−2 for blank solution to 2.230 µA⋅cm−2 in the presence of 600 ppm of 
APPs inhibitor. Further increase in APPs inhibitor concentration in the electrolyte did not show a significant 
additional reduction of current density, indicating the minimum concentration of APPs giving optimum cor-
rosion protection. In addition, as seen in Table 2, APPs inhibitor concentration of 600 ppm resulted in re-
duction of corrosion rate from 1.037 mm⋅y−1 to 0.030 mm⋅y−1, corresponding to over 97% corrosion inhibi-
tion efficiency. 

3.2. Electrochemical Impedance Spectroscopy Measurements 
The impedance plots for mild steel electrode in aerated 0.10 M HCl in absence and presence different con-
centrations of the inhibitor at 303 K are presented in Figure 2. 

As can be observed from Figure 2, the plots are characterized by a single capacitive loop and depressed 
semicircles whose sizes increase with the increase in inhibitor concentration. The depressed semicircles in 
impedance measurements ploted in Nyquist format are referred to as frequency depressions and have been 
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Figure 2. Impedance plots in Nyquist format for mild steel working electrodes 
recorded after 3 hrs of exposure in 0.10 M HCl at 303 K in the absence and 
presence of different concentrations of APPs inhibitor.                         

 
reported to be attributed to surface in homogeneities. The increase in size of the semicircles with increase in 
inhibitor concentration is reported to be due to charge transfer resistance at the metal/solution interface [11] 
[12]. This signifies that an increase in the APPs concentration resulted into reduction in Faradic processes 
taking place at the surface covered by the inhibitor resulting into decreased corrosion rate. Furthermore, the 
largest size of the semicircles was obtained with inhibitor concentration of 600 ppm. A further increase in 
concentration of the APPs inhibitor above 600 ppm did not change the size and shape of the semicircles. 
Thus, as for polarization measurements, 600 ppm can be regarded as the optimum concentration of APPs for 
the tested mild steel in 0.10 M HCl solution. Electrochemical parameters obtained from impedance mea-
surements on mild steel electrodes in 0.10 M HCl solutions in the absence and presence of different concen-
trations of APPs inhibitor recorded after 3 hrs of exposure at 303 K are summarised in Table 3. These pa-
rameters are: open circuit potential, Eocp, charge transfer resistance, Rct, and double layer capacitance, Cdl; 
obtained as stated in Section 2.3. 

It is clearly observed from Table 3 that as the APPs inhibitor concentration was increased, the Rct values in-
creased and the Cdl values decreased. These results can be attributed to the decrease in the thickness of double 
layer due to the replacement of the electrolyte molecules on mild steel surface by adsorption of the APPs inhibi-
tor molecules [13]. Similar findings were also reported elsewhere [14]-[16]. 

3.3. Adsorption Isotherms 
In order to understand mechanism through which the APPs inhibitor molecules adsorbed on the mild steel 
electrode exposed in 0.10 M HCl electrolyte, it was important to use Temkin adsorption isotherm model. 
The predominant adsorption isotherm models depend on several factors including temperature, type of 
anions and chemical changes of the inhibitor. The relevant equation for Temkins adsorption isotherm model 
is Equation (3).  

2a
inhe KCθ− =                                        (3) 

where θ  is the degree of surface coverage, inhC  is the APPs inhibitor concentration in the electrolyte, 
K  is the adsorption equilibrium constant and a  is the attractive parameter. Making θ  the subject and 
applying logarithm gives Equation (4). 

2.303log2.303log
2 2

inhCK
a a

θ −
= − .                               (4) 
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Table 3. Electrochemical parameters obtained from polarization measurements, calculated corrosion rates and inhibitor 
efficiencies for mild steel electrodes exposed for 3 hrs at 303 K in 0.10 M HCl solutions in the absence and presence of 
different concentrations of APPs.                                                                                      

inhC  
(ppm) 

ocpE  
(mV vs Ag/AgCl) 

ctR  
(Ω⋅cm2) 

dlC  
(µF⋅cm2) 

corri  
(µA⋅cm−2) 

corrV  
(mm⋅y−1) 

θ  
(%) 

Blank −492 36 219 229.73 2.6625 - 

25 −488 44 102 118.05 1.3681 19.07 

50 −487 60 88 80.03 0.9275 40.21 

100 −485 89 57 36.58 0.4240 59.87 

200 −478 156 50 19.61 0.2273 77.02 

400 −462 524 35 7.14 0.0828 93.14 

600 −456 2400 31 1.56 0.0181 98.50 

800 −456 2432 31 1.21 0.0140 98.52 

 

 
Figure 3. Temkin isotherm for adsorption of APPs inhibitor on mild steel working electrodes exposed in 0.10 M HCl at 303 K.  
 

Equation (4) suggests a plot of θ  against inhlogC  to give a straight line with slope equal to 22.303 a−  
and intercept equal to 2.303log 2K a− . The degrees of surface coverage at different APPs inhibitor concen-
trations were calculated from corrosion inhibition efficiencies, i.e., ( ), ,100 1 corr i corr uV Vθ φ= = −  using data 
in Table 2 and Table 3. Since the APPs inhibitor efficiencies obtained from the two electrochemical tech-
niques were very close to each other, the average values were used. A plot of θ  against log inhC  is pre-
sented in Figure 3. 

As expected, the results from this study were found to obey Temkin adsorption isotherm (Figure 3) with 
2 0.996R = . From the slope of the regression line (0.611), 1.885a = −  indicating an existence of repulsion in 

the adsorption layer. From the intercept of the regression line (0.642), 0.089K = . Since the equilibrium con-
stant obtained in this work is relatively small, it can be suspected that interaction between the APPs inhibitor 
molecules and the mild steel surface was by physical adsorption [17]. 

4. Conclusion 
A mixture of amino pentadecylphenols derived from the chemical modification of cashew nut shell liquid 
was used as corrosion inhibitor for carbon steel in 0.1 HCl at 303 K. The results from potentiodynamic 
measurements signified that APPs inhibitor is a mixed type of inhibitor with a predominant anodic effect. 
Both electrochemical methods reveal an optimum concentration of APPs inhibitor in 0.10 M HCl solution to 
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be 600 ppm. From Temkins adsorption isotherm model, the adsorption of APPs inhibitor molecules was 
found to be physisorption. Therefore, APPs corrosion inhibitor is a potential corrosion inhibitor in acidic 
media. 
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